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European foreword 

This document (CEN/TS 17627:2021) has been prepared by Technical Committee CEN/TC 249 
“Plastics”, the secretariat of which is held by NBN. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the 
following countries are bound to announce this Technical Specification: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, 
Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of 
North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the 
United Kingdom. 
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Introduction 

The use of recycled materials in production of plastics products is widely accepted nowadays 
throughout the industry. Those recycled materials are mostly prepared from post-industrial or post-
consumer sources, which always contain more or less contamination by foreign bodies. Most of this 
contamination is removed during the recycling process, either by washing and/or by melt filtration. 
However, this removal is never perfect, leaving some small amounts of foreign bodies in the material 
pellets. 

For many applications that use recycled materials this little residue of contaminants is not posing any 
problem. But for other, more demanding or more sensitive products (e.g. having thin wall sections) the 
use of a recycled material is not an option, unless the number and size of those solid contaminants could 
accurately be determined and controlled. 

While some recyclers do have the means to determine and report a limited number of properties of 
their material, like density, MFI etc., none of them is able to measure or specify anything regarding the 
amount and size of foreign bodies left in the material that they supply. 

This document describes a test method that enables the determination of the number, the size and the 
substance (material) of solid contaminants in a sample of recycled material, using a small extruder and 
a microscope. This test method, known as SCF (for Solid Contaminants Filtration), was developed by 
a major user of recycled polyethylene and has since been in use almost daily for more than 10 years. 

Although the experience gained so far with this test method is mainly with polyethylene materials, it is 
believed that this method can be adapted and used for testing other thermoplastic materials. 
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