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European foreword 

This document (CEN/TS 927-12:2023) has been prepared by Technical Committee CEN/TC 139 “Paints 
and varnishes — Coating materials and coating systems for exterior wood — Ultraviolet and visible 
radiation transmittance”, the secretariat of which is held by DIN. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

Any feedback and questions on this document should be directed to the users’ national standards body. 
A complete listing of these bodies can be found on the CEN website. 

According to the CEN/CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to announce this Technical Specification: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, 
Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of 
North Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Türkiye and the 
United Kingdom. 
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Introduction 

Wood is a natural material that must be protected against solar radiation, heat, rain, and microorganisms 
to maintain its appearance and mechanical integrity when used outdoors. Wood and its components 
(especially lignin) are sensitive to photo oxidation and must therefore be protected by suitable coatings, 
particularly against ultraviolet (UV) and visible (VIS) radiation in the violet and blue region. 

Clear and transparent coating films may be modified by fine sized transparent (mostly yellow or red 
ferrous oxide-based) pigments and more or less colourless, organic and inorganic UV-absorbers to reduce 
the harmful part of solar radiation. As these additives are not visible, there is a demand for a test method 
to determine their efficiency. 

The transmittance in a specific wavelength range allows to evaluate the UV and VIS radiation protection 
of a coating film. 
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