
 
The following commercial specification is adopted from the military document.  Revision A 
included all known accepted revisions, amendments, notices, and Department of Defense (DoD) 
engineering changes previously developed for this item.  Revisions B and forward include 
changes adopted by DoD and Industry to reflect technology and design evolution. 
 
 
     

 
STRENGTH AND ELONGATION, BREAKING; TEXTILE 

WEBBING, TAPE AND BRAIDED ITEMS 
 

The Parachute Industry Association makes this document available for use by Industry and 
Government organizations that wish to apply this specification to their products.  
 

1. SCOPE 
 

1.1 Scope.  This method is intended for determining the breaking strength and elongation 
of textile webbing, tape and braided items. 
 

2. TEST SPECIMEN 
 

2.1 Test Specimen.  The specimen shall be a single length of 54 inches (1372mm) and the 
full width of the material as received. 
 

3. NUMBER OF DETERMINATIONS 
 

3.1 Number of determinations.  Unless otherwise specified in the procurement document, 
five specimens shall be tested from each sample unit. 
 

4. APPARATUS  
 
4.1 Apparatus.  The machine shall consist of three main parts: 
 
      a. Straining mechanism. 
      b. Clamps. 
      c. Load and elongation recording mechanism(s). 

 
4.1.1 Straining mechanism.  A machine wherein the specimen is held by two clamps and 

subjected to strain by a uniform movement of the pulling clamp. 
 

4.1.1.1 Unless otherwise specified in the procurement document, the machine shall be 
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adjusted so that the pulling clamp shall have a uniform speed of 3.0 ±1.0 inches (76 ±25mm) per 
minute. 
 

4.1.2 Clamps. 
 

4.1.2.1 Split drum.  Unless otherwise specified in the procurement document, the 
machine shall have two clamps, split drum type as shown in FIGURE 1.  The width of the 
clamps shall be greater than the width of the specimen being tested.  The distance between the 
clamps (gage length) shall be 10 +1/2 inches (254mm +13mm) center to center. 
 

4.1.2.2 Flat surface clamps.  When clamps are specified other than split drum type the 
machine shall have two clamps with two jaws on each clamp.  Each jaw face shall have a flat, 
smooth gripping surface.  The design shall be such that one gripping surface or jaw may be an 
integral part of the rigid frame of the clamp or be fastened to allow a slight vertical movement 
while the other gripping surface or jaw shall be completely movable.  Unless otherwise specified 
the dimension of the jaws parallel to the application of the load shall measure one inch (25mm) 
and the dimension of the jaws perpendicular to this direction shall be greater than the width of 
the specimen being tested.  All edges, which might cause a cutting action, shall be rounded to a 
radius not greater than 1/64 inch (0.4mm).  The test specimen shall be a minimum of 6 inches 
(152mm).  The pulling clamp shall have a uniform speed 12 +0.5 inches (305 +13mm) per 
minute.  Unless otherwise specified, the distance between the jaws (gage length) shall be 3 
inches (76mm) at the start of the test. 
 

4.1.3 Load recording mechanism(s).  Calibrated chart, dial or scale to indicate applied 
load.  Unless otherwise specified for load determination, the machine shall be adjusted or set so 
that the maximum load required to break the specimen shall remain indicated on the calibrated 
chart, dial or scale after the specimen has ruptured. 
 

4.1.4 Capacity.  The machine shall be of such capacity that the maximum load required to 
break the specimen shall be not greater than 85 percent or less than 15 percent of the rated 
capacity. 
 

4.1.5 Machine efficiency.  The error of the machine shall not exceed 2 percent for loads 
up to and including 50 pounds (223N) and shall not exceed 1 percent for loads greater than 50 
pounds (223N). 

 
5.  PROCEDURE 

 
5.1 Preparation of specimen. 

 
5.1.1 Unless otherwise specified in the procurement document, the specimens tested shall 

be conditioned and tested under standard conditions in accordance with Section 4 of this 
Standard. 
 

5.1.2 When it is required that the elongation of the specimen shall be determined, two 
fine ink marks shall be placed on the specimen spaced five inches (127mm) apart. The marks 
shall be placed in such a manner that neither mark is closer than 1-1/2 inches (38mm) to each 
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