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Do not distribute

Polyethylene Glycol

Change to read:

▲

▲ (ERR 1-Feb-2020)

Poly(oxy-1,2-ethanediyl), α-hydro-ω-hydroxy-;

Polyethylene glycol

CAS RN®: 25322-68-3.

DEFINITION

Polyethylene Glycol is an addition polymer of ethylene oxide and water, represented by the formula H(OCH CH ) OH, in which n represents the

average number of oxyethylene groups. The average molecular weight is NLT 95.0% and NMT 105.0% of the labeled nominal value if the

labeled nominal value is less than 1000; it is NLT 90.0% and NMT 110.0% of the labeled nominal value if the labeled nominal value is between

1000 and 7000; and it is NLT 87.5% and NMT 112.5% of the labeled nominal value if the labeled nominal value is more than 7000. It may

contain a suitable antioxidant.

ASSAY

• Average Molecular Weight

Phthalic anhydride solution: Place 49.0 g of phthalic anhydride into an amber bottle, and dissolve in 300 mL of pyridine from a freshly

opened bottle or pyridine that has been freshly distilled over phthalic anhydride. Shake vigorously until completely dissolved. Add 7 g of

imidazole, swirl carefully to dissolve, and allow to stand for 16 h before using.

Sample solution for liquid polyethylene glycols: Carefully introduce 25.0 mL of the Phthalic anhydride solution into a dry, heat-resistant

pressure bottle. Add an amount of the specimen equivalent to its expected average molecular weight divided by 160. Insert the stopper in

the bottle, and wrap it securely in a cloth bag.

Sample solution for solid polyethylene glycols: Carefully introduce 25.0 mL of Phthalic anhydride solution into a dry, heat-resistant pressure

bottle. Add an amount of the specimen equivalent to its expected molecular weight divided by 160; however, because of limited solubility,

do not use more than 25 g. Add 25 mL of pyridine, from a freshly opened bottle or pyridine that has been freshly distilled over phthalic

anhydride. Swirl to dissolve, insert the stopper in the bottle, and wrap it securely in a cloth bag.

Blank: 25.0 mL of Phthalic anhydride solution plus any additional pyridine added to the bottle

Analysis: Immerse the bottle in a water bath maintained at a temperature between 96° and 100°, to the same depth as that of the mixture in

the bottle. Remove the bottles from the bath after 5 min and, without unwrapping, swirl for 30 s to homogenize. Heat in the water bath for

30 min (60 min for polyethylene glycols having molecular weights of 3000 or more), then remove from the bath, and allow to cool to room

temperature. Uncap the bottle carefully to release any pressure, remove from the bag, add 10 mL of water, and swirl thoroughly. Wait 2 min,

add 0.5 mL of a solution of phenolphthalein in pyridine (1 in 100), and titrate with 0.5 N sodium hydroxide VS to the first pink color that

persists for 15 s. Perform a blank determination.

Calculate the average molecular weight taken:

Result = (2000 × W)/[(V  − V ) × N]

W = weight of Polyethylene Glycol taken for the Sample solution (g)

V = volume of 0.5 N sodium hydroxide consumed by the Blank (mL)

V = volume of 0.5 N sodium hydroxide consumed by the specimen (mL)
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N = normality of the sodium hydroxide solution

Acceptance criteria: See Table 1.

Table 1

Label Claim

(Nominal Value)

Acceptance Criteria

(%)

<1000 95.0–105.0

1000–7000 90.0–110.0

>7000 87.5–112.5

IMPURITIES

• Residue on Ignition 〈281〉
Sample: 25 g

Analysis: Proceed as directed, using a platinum dish, and moistening the residue with 2 mL of sulfuric acid.

Acceptance criteria: NMT 0.1%

• Limit of Free Ethylene Oxide and 1,4-Dioxane

Stripped polyethylene glycol 400: Into a 5000-mL, 3-neck, round-bottom flask equipped with a stirrer, a gas dispersion tube, and a vacuum

outlet, place 3000 g of polyethylene glycol 400. At room temperature, evacuate the flask carefully to a pressure of less than 1 mm of

mercury, applying the vacuum slowly while observing for excessive foaming due to entrapped gases. After any foaming has subsided and

while stirring continuously, sparge with nitrogen, allowing the pressure to rise to 10 mm of mercury. Continue stripping for a minimum of 1

h. Completeness of the stripping procedure should be verified by making a headspace injection of the Stripped polyethylene glycol 400.

[Note—The 10-mm value is a guideline. Deviations from this value affect only the total time required to strip polyethylene glycol 400.]

Shut off the vacuum pump, and bring the flask pressure back to atmospheric pressure while maintaining nitrogen sparging. Remove the gas

dispersion tube with the gas still flowing, then turn off the gas flow. Transfer Stripped polyethylene glycol 400 to a suitable nitrogen-filled

container.

Standard solution: Transfer 4.90 g of Stripped polyethylene glycol 400 to a tared 22-mL pressure headspace vial that can be sealed. Add 48 µL

of 1,4-dioxane, equivalent to 50 mg of 1,4-dioxane, from a syringe; seal, and cap the vial. [Caution—Ethylene oxide and 1,4-dioxane are toxic

and flammable. Prepare these solutions in a well-ventilated fume hood.]

Using the special handling described in the following, complete the preparation. Ethylene oxide is a gas at room temperature. It is usually

stored in a lecture-type gas cylinder or small metal pressure bomb. Chill the cylinder in a refrigerator before use. Transfer 5 mL of the

liquid ethylene oxide to a 100-mL beaker chilled in wet ice. Using a gas-tight syringe that has been chilled in a refrigerator, transfer 57 µL

of the liquid ethylene oxide, equivalent to 50 mg of ethylene oxide, to the mixture contained in the headspace vial, and mix. With the aid of

a syringe, transfer 2 mL of this solution to a 5-mL beaker. Transfer 1.0 mL of this solution to a 100-mL volumetric flask, and dilute with

Stripped polyethylene glycol 400 to volume. Transfer 10 mL of this solution to a 100-mL volumetric flask, dilute with Stripped polyethylene

glycol 400 to volume, and mix to obtain a Standard solution having known concentrations of 10 µg/g for both ethylene oxide and 1,4-

dioxane. Transfer 1.0 mL of the Standard solution to a 22-mL pressure headspace vial, seal with a silicone septum with or without a

pressure relief star spring and a pressure relief safety aluminum sealing cap, and crimp the cap closed with a cap-sealing tool.

System suitability solution: Transfer 4.90 g of Stripped polyethylene glycol 400 to a 22-mL pressure headspace vial. Pipet 50 µL of

acetaldehyde into the vial. Using the special handling described in the Standard solution, transfer 50.0 µL of liquid ethylene oxide into the

vial. Immediately seal the vial, and shake. Transfer 1.0 mL of this solution to a 100-mL volumetric flask, and dilute with Stripped polyethylene

glycol 400 to volume. Transfer 10.0 mL of this solution to a 100-mL volumetric flask, and dilute with Stripped polyethylene glycol 400 to

volume. Transfer 1.0 mL of the System suitability solution to a 22-mL pressure headspace vial. Seal, cap, and crimp as directed for the

Standard solution.

Sample solution: Transfer 1.0 g of Polyethylene Glycol to a 22-mL pressure headspace vial. Seal, cap, and crimp as directed in the Standard

solution.

Chromatographic system

(See Chromatography 〈621〉, System Suitability.)

Mode: Headspace GC (balanced pressure automatic headspace sampler)

Detector: Flame ionization

Column: 0.32-mm × 50-m fused-silica capillary; bonded with 5-µm film of phase G27

Temperatures
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