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FOREWORD
Changes in this revision are format/editorial only.
1. SCOPE:

This report presents the material properties and test requirements for an injection molded
thermoplastic compound utilized for fabrication of AS1396 clamp block assembly.

2. REFERENCES:

2.1 SAE Publications:
Available from SAE, 400 Commonwealth Drive, Warrendale, PA 15096-0001.
AS1396  Clamp, Half Tube Support

2.2 FAR Publications:

Available from Federal Aviation Administration, 800 Independence Avenue, SW, Washington, DC
20591.

FAR 25.853
3. RESTRICTIONS:

For military use only, will not pass fire tests per FAR 25.853.
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