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Superseding AMS1626C 

Desmutter, Aluminum 
Liquid 

RATIONALE 

This standard is being stabilized after a survey of the members found no evidence of it being called out in industry 
engineering documents (commercial and military OEM and MRO). Although the standard would benefit from a revision, the 
committee will not invest time in a revision at this time. 

STABILIZED NOTICE 

AMS1626D has been declared “STABILIZED” by SAE AMS Committee J Aircraft Maintenance Chemicals and Materials 
and will no longer be subjected to periodic reviews for currency. Users are responsible for verifying references and continued 
suitability of technical requirements. Newer technology may exist. 
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  1. SCOPE

This specification covers materials in the form of a liquid used to remove smut from aluminum surfaces treated with etch-
type oxidation and corrosion removers. 

1.1 Safety - Hazardous Materials 

While the materials, methods, applications, and processes described or referenced in this specification may involve the 
use of hazardous materials, this specification does not address the hazards which may be involved in such use. It is the 
sole responsibility of the user to ensure familiarity with the safe and proper use of any hazardous materials and to take 
necessary precautionary measures to ensure the health and safety of all personnel involved. 

2. APPLICABLE DOCUMENTS

The issue of the following documents in effect on the date of the purchase order forms a part of this specification to the 
extent specified herein. The supplier may work to a subsequent revision of a document unless a specific document issue 
is specified. When the referenced document has been cancelled and no superseding document has been specified, the 
last published issue of that document shall apply. 

2.1 SAE Publications 

Available from SAE International, 400 Commonwealth Drive, Warrendale, PA 15096-0001, Tel: 877-606-7323 (inside 
USA and Canada) or 724-776-4970 (outside USA), www.sae.org.  

AMS4037 Aluminum Alloy Sheet and Plate, 4.4Cu - 1.5Mg - 0.60Mn, (2024; -T3 Flat Sheet, -T351 Plate), 
Solution Heat Treated 

AMS-QQ-A-200 Aluminum Alloy, Bar, Rod, Shapes, Structural Shapes, Tube, and Wire, Extruded: General 
Specification for 
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