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1. SCOPE:

1.1 Purpose: To establish the issue of specifications, standards, and recommended
practices published by standardizing agencies other than divisions and
committees of the Aerospace Council of SAE approved for use in determining
conformance to requirements of Aerospace Material Specifications (AMS) and
other specifications in which this specification is referenced.

1.2 Application: The issue shown herein of the specifications, standards, and
recomnended practices listed in Section 2 shall be used for determining
conformance to all AMS and other specifications in which the basic designation
is referenced.

1.2.1 When agreed upon by purchaser and vendor and to facilitate standardization
of testing, the issues of specifications, standards, and recommended
practices listed in Section 2 may be used in lieu of the issues specified in
AMS and other specifications by prior revision letter or specific issue year
and status.

2. REQUIREMENTS: Following are the specifications, standards, and recommended
practices referenced in various AMS and other specifications by basic
designation:

2.1 SAE Publications: Available from SAE, 400 Commonwealth Drive, Warrendale, PA
15096.

2.1.1 SAEL Standards and Recommended Practices:

J300 APR84 J423 DEC83 J442 AUG79 J496 (1972)
J403 MAY84 J441 (1969) @J444 AUGB4 J827 (1969)
J1173 (1977)
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2.2 ASTM Publications: Available from American Society for Testing and
Materials, 1916 Race Street, Philadelphia, PA 19103.

A34-83 g B530-85
A108-81 B545-83
A109-85 B557 -84
AZ20-84 B567-84
A247-57 B571-84
A255-67 B577-82
A262-85 B578-80
A318-56% (A370) B583-83
A327-72 B594-82
A341-69 B645-84
A343-82 B646-78
A370-77 g B660-85
g A450-86
A561-71 C117-84
A596-69 C135-66
A604-77 C136-84a
A640-72 C167-82
A708-79 g C177-85
p €203-85
B5-83a €271-61
] B95-39* (E228) €273-61
B117-73 €297-61
B137-45 €329-75
B154-82 €363-57
B193-78 €364-61
0 8194-85 €365-57
B208-82 €373-72
0 B209-86 €393-62
Y B214-86 £430-83
B215-82 £480-62
B243-85a ) £518-85
B244-79 £560-77
B248-83 g £561-85
g B249-86 C613-67
u B250-86 £633-79
B251-84 €664-70
B253-83 672-84
0 B293-76* £674-8]
B295-64* €819-77
B298-74a
B299-74 D15-72%
B311-58 D39-65*
g B342-63* (E1004) D56-82
B379-80 D70-82
B393-84 ' D86-82
B438-83a D88-81
B487-85 D91-81
B499-75 ) D92-85
B504-82 g D93-85
B527-8] 9 D94 -85
B524-70* (B244) D95-83
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096-73 U573-8]

A D97-85 U575-83
D116-76 , D578-83

) 0123-86 D579-83
D127-63 D611-82
D129-64 D614-67% (D2700)
0130-83 D618-61
D149-81 V619-82
D150-81 ) D624-86

g D154-85 9 D629 -86
D156-82 D635-81
0185-84 D637 -50
D189-81 D638-34

) 0D202-85 D646-67*
D217-82 D648 -82
D229-82 0651-84
D256 -84 U664-81
D257-78 0673-70
0259-77 D676-59T* (D2240)
D270-65* D689-79*
D271-70* (D3176, D3180) ) D695 -85
D280-81 D696 -79
D286-62* (D2155) 0706 -82
D287-82 070Y-82
0297-81 u731-84
D299-78 D736-54T*
0323-82 0737-75

) D348-85 D746-79
D357-67* (D2700) D747-84a
D362-84 D751-79
D374-79 D759-66*

g D380-85 D774-67

) 0395-85 D776-65
D412-83 D778-50*
D445-83 D785-65
D460-84 D789-81
D461-77 D790-84a
D470-82 D792-66
0471-79 D797 -82
D480-70 . D805-72*
0482-80 D808 -81
D484-71* (D235) 0816-82
D495-84 D822-80
D512-81 D827 -67*
D516-82 D828-60

) D518-86 D838*

g D522-85 D847 -82
D542-50 » D849 -82
D548-41% D853-82
D562-81 D865-81
D567-64* (D2270) D873-80
D568-77 D874-82
D570-81 D876 -84
D571-76* D882-83
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