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AEROSPACE
MATERIAL SPECIFICATION

AMS3077™ REV. A 

Issued 1988-10 
Stabilized 2018-04 

Superseding AMS3077 

Compound, Corrosion Preventive Soft 
Film, Thixotropic, Cold Application 

RATIONALE 

There is a current military specification that is active and covers the same materials and has a current QPL for those products 
as well as a QPL process and most active OEM specifications are calling out the military specification rather than the 
AMS3077. 

STABILIZED NOTICE 

This document has been declared "Stabilized" by the SAE AMS J Aircraft Maintenance Chemicals and Materials Committee 
and will no longer be subjected to periodic reviews for currency. Users are responsible for verifying references and continued 
suitability of technical requirements. Newer technology may exist. 
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