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1. SCOPE

1.1 Form

This specification covers a high strength fluorosilicone (FVMQ) rubber stock in the form of molded test slabs.
1.2 Application

See AMS3217.

2. APPLICABLE DOCUMENTS

See AMS3217.

3. TECHNICAL REQUIREMENTS

3.1 Basic Specifications

The complete requirements for test slabs described herein and their procurement shall consist of this document and the
latest issue of the basic specification AMS3217.

3.2 Material

Shall be a fluorosilicone (FVMQ) compounded to the formulation shown in Table 1.
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