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S‘gi 1. ACKNOWLEDGMENT: A vendor shall mention this specification number in all quotations and when
225 acknowledging purchase orders.
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gE E 2, FORM: Liquid resin and separate catalyst.
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> ; 3. APPLICATION: Primarily for encapsulation, conformal coating, and adhesive applications where
8 dielectric properties are important and an elevated temperature cure is possible.
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4. COMPOSITION: The product shall be an opadue silicone resin and suitable catalyst which will cure
at elevated temperature.

5. TECHNICAL REQUIREMENTS:

5.1 Properties: The product shall conform to the following requirements; tests shall be conducted in
accordance with the igssue of specified ASTM methods listed in the latest issue of AMS 2350, insofar
as practicable; tests shall be conducted at 23 - 29 C (73.4 - 84,2 F), unless otherwise specified.

\d practices recommended, are advisory onl
__+ recommended practice, and no commitme

its Committees will not investigate or consider

nst liability for infringement of patents.”

5.1.1 Viscosity of Uncatalyzed Resin: The uncatalyzed resin shall have viscosity of 5000 ~ 11000 centi-
poise when tested using a Brookfield Viscometer Type HAF with a No. 2 spindle at 5 revolutions

at 1 MHz and 100 MHz

Dissipation Factor, max 0.01 ASTM D150
at 1 MHz and 100 MHz

SAE Technical Board rules provide that:
-n industry or trade is entirely voluntary. Tl

" any technical report. In formulating and a

Elongation, %, min 100 ASTM D412

§§ per minute.
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g?,t: &5 5.1.2 BShelf Life of Uncatalyzed Regin: The shelf life of the uncatalyzed resin and the catalyst shall be
gg“ég not Iess than 12 months from date of shipment.
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%"g%g 5.1.3 Pot Life of Catalyzed Resin: The pot life of the catalyzed resin shall be not less than 4 hr as de-
-E:-,' §§g’ termined by the time necessary for the viscosity to double in centipoise value from zero hour cat-
;g £8 alyzed viscosity.
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?g ES 5.1.4 Catalyzed and Cured Resin: Test specimens shall be prepared by mixing and de-airing 100 parts
8 f:@g by weight of the basis resin and 10 parts by weight of the catalyst, casting into appropriate shapes,
£eEE and curing at 143 - 154 C (289.4 - 309.2 F) for not less than 10 min. or at 70 - 80 C (158 - 176 F)
Zeff for not less than 6 hours.
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£ Hardness, Durometer A or equiv. 40 - 60 ASTM D2240
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e Specific Gravity 1.18 - 1.28 ASTM D792, Method A
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g Dielectric Constant, max 3.15 ASTM D150
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6. QUALITY: The product shall be uniform in quality and condition, clean, homogeneous, and free
from foreign materials and imperfections detrimental to fabrication, appearance, or performance of

parts. Documengts
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