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1. SCOPE:
1.1 Form:

This specification covers one type of polyether-type urethane (EU) resin and hardener which, when
mixed and cured, produce elastomeric polyurethane products.

1.2 Application:
See AMS 3571.
1.3 Classification:
55 Durometer “A”.
2. APPLICABLE DOCUMENTS:
See AMS 3571.
3. TECHNICAL REQUIREMENTS:
3.1 Basic Specification:

The complete requirements for procuring the product described herein shall consist of this document
and the latest issue of the basic specification, AMS 3571.

3.2 Material:

See AMS 3571.
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