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AEROSPACE 

MATERIAL SPECIFICATION 

 

AMS3683™ REV. B 

Issued 1988-04 
Revised 1993-07 
Reaffirmed 2012-01 
Stabilized 2017-02 
 
Superseding AMS3683A 

Tubing, Irradiated Modified Fluoropolymer Plastic, Electrical Insulation 
Flame Resistant, Flexible, Heat-Shrinkable, 2 to 1 Shrink Ratio 

RATIONALE 

AMS3683B is Stabilized. AMS3683 is not authorized by AS50881 for aircraft applications. See AS23053 for heat shrink 
sleeves and AS85049 Category 7 for heat shrink boots. 

STABILIZED NOTICE 

 This document has been declared "Stabilized" by the SAE AE-8D Wire and Cable Committee and will no longer be 
subjected to periodic reviews for currency. Users are responsible for verifying references and continued suitability of 
technical requirements. Newer technology may exist. 
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