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Submitted for recognition as an American National Standard 

POTTING COMPOUNO, FOAMED EPDXY TYPE 

Amine Hardened 

This specification is declared "NONCURRENT" by the Aerospace Materials Division, 

SAE, as of 1-1-82 and is replaced by AP~S 3731, POTTING COMPOUND, EPDXY, Bisphenol 

A-Type, and its applicable detail specifications. 

This cover sheet should be attached to the original issue of the subject 

specification. 

Noncurrent refers to those materials which have previously been widely used and 

which may be required on some existing designs in the future. The Aerospace 

Materials Division does not recommend these as standard materials for future use 

in new designs. Each of these "Noncurrent" specifications is available on 

request. 
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This specification has been "CANCELLED" by the Aerospace Materials Division, SAE, 
as of 10-27-87. By this action, subject specification number and title will be 
deleted from the active specification index of Aerospace Material Specifications. 

This specification is under the jurisdiction of AMS Committee "CP". 

SAE Technical Board Rules provide that: "This report is published by SAE to advance the state of technical and engineering sciersces. 
The use of this report is entirely voluntary, and its applicability and suitabiliry for any particular use, including any patent infringement 
arising therefrom, is the sole responsibility of the user." 

AMS documents are protected under United States and international copyright laws. Reproduction of these documents by any 
means is strictly prohibited without the written consent of the publisher. 

Copyright 1988 Society of Automotive Engineers, Inc. 
	 Printed in U.S.A. 

All rights reserved. 
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