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1 SCOPE:

1.1 Form: This specification covers a highly filled epoxy potting compound
supplied as a two-component system.

1.2 Application: Primarily for cast shapes, for encapsulation of electronic
parts, transformers, coils and conductors; where high compressive and
flexural strengths are required.

1.3 Classification: The compound is classified as follows:

Type I: The color of cured compound shall be within the range of color
numbers 34079 and 34102, incl, of FED-STD-595.

Type II: The color shall be optional, either natural color or color as
ordered.

1.3.1 Type | shall be supplied unless Type Il is ordered.

2. APPLICABLE DOCUMENTS: The following publications form a part of this
specification to the extent specified herein. The latest issue of Aerospace

Material Specifications shall apply. The applicable issue of other documents
shall be as specified in AMS 2350.

2.1 SAE Publications: Available from SAE, 400 Commonwealth Drive, Warrendale,
PA 15096.

2.1.1 Aerospace Material Specifications:

AMS 2350 - Standards and Test Methods
AMS 2825 - Material Safety Data Sheets
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2.2 ASTM Publications: Available from American Society for Testing and
Materials, 1916 Race Street, Philadelphia, PA 19103.

ASTM D257 - DC Resistance or Conductance of Insulating Materials

ASTM D618 - Conditioning Plastics and Electrical Insulating Materials for
Testin

ASTM D648 - Deﬂecti%n Temperature of Plastics under Flexural Load

ASTM D695 - Compressive Properties of Rigid Plastics

ASTM D790 - Flexural Properties of Unreinforced and Reinforced Plastics
and Electrical Insulating Materials

ASTM D792 - Specific Gravity and Density of Plastics by Displacement

ASTM D2471 - Gel Time and Peak Exothermic Temperature of Reacting
Thermosetting Resins

2.3 U.S. Government Publications: Available from Commanding Officer, Naval
Publications and Forms Center, 5801 Tabor Avenue, Philadelphia, PA 19120.

2.3.1 Federal Standards:
FED-STD-595 - Colors
2.3.2 Military Standards:

MIL-STD-794 - Parts and Equipment, Procedures for Packaging and Packing of
3. TECHNICAL REQUIREMENTS:

3.1 Material: Shall be an epoxy-based compound complete with fillers and curing
agents or other ingredients necessary to yield products which meet the
requirements of 3.2 and 3.3.

3.2 Storage Life: The compound shall meet the requirements of 3.3 at any time
up to nine months from date of manufacture when stored below 32°C (90°F) in
the original unopened containers. Compound which has passed the shelf life

expiration date may be tested for extension of shelf life. Tests shall
consist of base resin viscosity (3.3.1.1), hardener viscosity (3.3.1.2), and
the cured material properties 3.3.2.1 through 3.3.2.7. If the compound
meets the requirements of these tests, the shelf life may be extended for
three months from the date of test. After expiration of the first shelf
life extension, the compound may be tested for additional shelf life
extension as stated above. If the compound meets the requirements of these
tests, the shelf life may be extended one month from date of retest.

3.3 Properties: The product shall conform to the following requirements; tests
shall be performed on the product supplied and in accordance with test
methods specified in 4.5.

3.3.1 Components:
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3.3.1.1

3.3.1.1.1

3.3.1.1.2

Component Viscosities: Shall be as follows, based on the average of

three determinations:

Base Resin: Shall not exceed 2.6 x 10° centipoises, determined at
21° to 24°C (70° to 75°F) in accordance with 4.5.1 not less than 72 hr
after the material is first compounded.

Hardener: Shall not exceed 6.5 x 10° centipoises, determined at 21°
to 24°C (70° to 75°F) in accordance with 4.5.2 not less than 72 hr
after the material is first compounded.

3.3.2 Mixed Uncured Compound: Shall have the following properties when prepared

in
3.3.2.1

3.3.2.2

3.3.2.3

accordance with 4.5.3.1:

to 27°C (75° to 80°F) in accordance with 4.5.3.2.

Viscosity: Shall not exceed 8.0 x 10° centipoises, determined at 24°

Gel Time: Shall not exceed 20 min. at 120°C (250°F), determined in

accordance with 4.5.3.3.

Peak Exotherm: Shall not exceed 6°C (10°F), determined in accordance

with 4.5.3.4 at 70°C (160°F).

3.3.3 Cured Compound: The compound shall exhibit the following properties after

being prepared and tested in accordance with specified test methods:

3.3.3.1
3.3.3.2
3.3.3.3

3.3.3.4
3.3.3.5

3.3.3.6

3.3.3.7

3.3.3.8
3.3.3.9

Specific Gravity, min
Compressive Strength, min

Compressive Modulus of
Elasticity

Flexural Strength, min

Flexural Modulus of Elasticity

Area under Flexure Stress/Strain
Curve, min

Heat Distortion Temperature, min
Insulation Resistance, min
Coefficient of Linear Thermal

Expansion, max
25° to 75°C (75° to 165°F)

-55° to 25°C (-65° to 75°F)
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2.1
32,000 psi (220 MPa)

2.3 - 3.8 x 10° psi
(15,860 - 26,200 MPa)

17,000 psi (115 MPa)

2.8 - 3.6 x 10° psi
(19,305 - 24,820 MPa)

26.5 in. Ib/§q in.
(4640 N-m/m®)

70°C
(158°F)

1 x 10" ohms

22 X 10 in./in. per °F
(40 x 10° mm/mm per °C)

14 x 106' in./in. per °F
(25 x 10° mm/mm per °C)

4.5.4.2
4543
4544

4545
4.5.4.6
4.5.4.7
4.5.4.8

4.5.4.9
45410
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