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1. SCOPE:

The specification covers one type of silicon dioxide in the form of a white, anhydrous powder with
moderate thickening efficiency.

2. APPLICABLE DOCUMENTS:
See AMS 3755.

3. TECHNICAL REQUIREMENTS:

3.1 Basic Specification:

The complete requirements for procuring silicon dioxide powder shall consist of this document and
the latest issue of the basic specification, AMS 3755.
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