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1 . SCOPE: 

1 .1 Form: This s pecification covers one type of nylon webbing. 

1 .2 App lication :Primarily for use as helmet front tiedown strap for partial 
pressure flight suit assemblies. 

1 .3 Classification: 400 pounds force (1779 N) breaking strength. 

2. APPLICABLE DOCUMENTS: 

3. TECHNICAL REQUIREMENTS: 

See AMS-3778 . 

3 .1 Basic Specification: The complete requirements for procuring the webbing 
s ha II cons is t o f th is document and the latest issue of tne basic 
specification, AMS-3778. 

3 .2 Construction and Properties: Shall conform to the requirements of Tab le I 
and t he t o I l ow ing : 

3 .2 .1 Yarn: 

3 .2 .1 .1 Denier and Filament Count: Shall be 210 denier, 34 filaments. 

3 . 2 . 1 . 2 Tw is t : 

3 .2 .1 .2 .1 Warp : The single yarn shall have not less than 10 turns of S-twist 
per inch (25 .4 mm) . The fina 1 ply twist sha 11 have not less than 7 .5 
turns of Z-twist per inch (25 .4 mm) . 
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