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Rope, Aramid Fiber, Jacketed 
Parallel Strand, Extruded Jacket 

RATIONALE 

This document has been determined to contain basic and stable technology which is not dynamic in nature. 

STABILIZED NOTICE 

 This document has been declared "Stabilized" by the SAE AMS P Polymeric Materials Committee and will no longer be 
subjected to periodic reviews for currency. Users are responsible for verifying references and continued suitability of 
technical requirements. Newer technology may exist. 
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1. SCOPE:

1.1 Form: 

This specification covers parallel-strand ropes formed from impregnated aramid fibers.

1.2 Application: 

Primarily for nonconductive tension elements in antenna-supports.

1.3 Classification: 

The ropes are classified by size, based on the nominal diameter of the finished rope as shown in 
Table I.

2. APPLICABLE DOCUMENTS: 

See AMS 3813.

3. TECHNICAL REQUIREMENTS: 

3.1 Basic Specification: 

The complete requirements for procuring the ropes described herein shall consist of this document 
and the latest issue of the basic specification, AMS 3813.

3.2 Material and Construction: 

The rope shall consist of aramid fiber yarn strands, lubricated, gathered together in a parallel 
arrangement without twist, and covered with an extruded jacket.
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