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AEROSPACE 

MATERIAL SPECIFICATION 
 

AMS3903™ REV. A 

Issued 1975-06 
Revised 1985-10 
Reaffirmed 2022-10 
 
Superseding AMS3903 

Cloth, Organic Fiber (Para-Aramid), High Modulus 
Epoxy Resin Impregnated 

RATIONALE 

AMS3903A has been reaffirmed to comply with the SAE Five-Year Review policy. 
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