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AMS 4 0 7 4 
Issued 3-15-66 
Revised 

ALUMINUM ALLOY SHEET AND P L A T E , ALCLAD 
4. 5Cu - 1. 5Mg - 0. 60Mn (Alclad 2024-T86) 

Width Over 48 to 60 In., Incl 

1. ACKNOWLEDGMENT: A vendor shall mention this specification number in all quotations and when ac ­
knowledging purchase orders. 

2. FORM; Sheet and plate, produced in widths over 48 to 60 in. , inclusive. 

3. APPLICATION: Primarily for structural parts of good strength which are required to exhibit maximum 
corrosion resistance. This material, when re-heat treated by the user, may not have the ten­
sile properties shown. Certain design and processing procedures may cause this material to be 
susceptible to s t ress corrosion cracking; ARP 823 recommends practices to minimize such con­
ditions . 

COMPOSITION: 

Core 
(2024) 

Copper 
Magnesium 
Manganese 
Iron 
Silicon 
Zinc 
Chromium 
Other Impur i t i e s , each 
Other Impur i t i e s , to ta l 
Aluminum 

m m max 

3. 8 - 4. 9 
1.2 - 1 . 8 
0. 30 - 0. 9 

0 .50 
0 .50 
0. 25 
0. 10 
0. 05 
0. 15 

r e m a i n d e r 

Cladding 
(1230) 

Iron + Silicon 
Copper 
Zinc 
Manganese 
Other Impur i t i e s , each 
Aluminum, by difference 

m m max 

0.7 
0 .10 
0.10 
0.05 
0.05 

99.30 

5. CONDITION: Solution heat t r e a t e d , cold reduced approximately 6% in th i ckness , and prec ip i ta t ion heat 
t r ea t ed . 

6. TECHNICAL REQUIREMENTS: The product shall conform to the following r e q u i r e m e n t s ; t ens i l e prop­
e r t i e s shal l be de te rmined in accordance with the l a tes t i s sue of AMS 2355. 

6 . 1 Cladding Th ickness : After ro l l ing , the ave rage cladding th ickness shal l be a s shown. Routine m e a ­
s u r e m e n t s a r e not requi red . 

Total Thickness of 
Composi te Product 

Inch 

0. 020 to 0. 062, incl 
Over 0. 062 to 0. 187, incl 
Over 0. 187 to 0. 500, excl 

0.500 

Cladding Thickness Per Side 
% of Total Thickness 

mm 

4.0 
2.0 
1.2 
1.2 

max 

3.0 
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