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          AMS4169 REV. L 

Issued 1960-06 
Revised 2003-07 
Reaffirmed 2008-05 
Cancelled 2012-01 

Superseded by AMS4154 

Aluminum Alloy, Extrusions 
5.6Zn - 2.5Mg - 1.6Cu - 0.23Cr (7075-T6511) 

Solution Heat Treated, Stress Relieved by Stretching, Straightened 
and Precipitation Heat Treated 

(Composition similar to A97075) 

RATIONALE 

AMS4169L has been designated Cancelled and Superseded because equivalent technical requirements are provided by 
other specifications. 

CANCELLATION NOTICE 

This specification has been declared “CANCELLED” by the Aerospace Materials Division, SAE, as of January 2012 and 
has been superseded by the specification listed beow.  The requirements of the latest issue of the specification listed 
below  shall be fulfilled whenever reference is made to the cancelled AMS4169.  By this action, this document will remain 
listed in the Numerical Section of the Index of Aerospace Material Specifications, noting that it has been superseded by 
the specification listed below. 

Cancelled specifications are available from SAE. 

 
Temper Superseding Material and Specification 

 
T6511 

7075-T6511 in accordance with AMS4154 Aluminum Alloy, Extrusions, 5.6Zn - 2.5Mg - 1.6Cu - 0.23Cr 
(7075-T6, 7075-T6510, 7075-T6511) Solution Heat Treated, Stress Relieved by Stretching When 
Required and Precipitation Heat Treated 
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