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1.  SCOPE:

1.1 Form: This specification covers a corrosion-resistant nickel-copper alloy
in the form of copper-furnace-brazed tubing.

1.2 _Application: Primarily for fluid lines, such as primer and fuel lines,
requiring corrosion resistance with relatively-high strength.

2. _APPLICABLE DOCLMENTS: The following publications form a part of this

specification to the extent specified herein. The latest issue of Aerospace
Material Specifications shall apply. The applicable issue of other documents
shall be as specified in AMS 2350.

2.1 SAE Publications: Available from SAE, 400 Commormealth Drive, Warrendale,
PA 15096 .

2.1.1 Aerospace Material Specifications:

AMS 2263 - Tolerances, Nickel, Nickel Alloy, and Cobalt Alloy Tubing

MAM 2263 . Tolerances, Metric, Nickel, Nickel Alloy, and Cobalt Alloy
Tubing

AMS 2269 - Chemical Check Analysis Limits, Wrought Nickel Alloys and
Cobalt Al loys

MMS 2350 - Standards and Test Methods

AMS 2371 - Quality Assurance Sampling of Corrosion and Heat Resistant
Steels and Alloys, Wrought Products Except Forgings and
Forging Stock
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