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1. SCOPE:

1.1 Form:
This specification covers a corrosion and moderate heat resistant steel in the form of sheet and strip.

1.2 Application:

Primarily for parts requiring high strength-to-weight ratio and oxidation resistance up to 800 °F (427
°C). Welding is generally not recommended because it destroys the effects of the cold work.

2. APPLICABLE DOCUMENTS:

The following publications form a part of this specification to the extent specified herein. The latest
issue of SAE publications shall apply. The applicable issue of other publications shall be the issue in
effect on the date of the purchase order.

2.1 SAE Publications:
Available from SAE, 400 Commonwealth Drive, Warrendale, PA 15096-0001.

2.1.1 Aerospace Material Specifications:

AMS 2242 Tolerances, Corrosion and Heat Resistant Steel, Iron Alloy, Titanium, and Titanium
Alloy Sheet, Strip, and Plate

MAM 2242  Tolerances, Metric, Corrosion and Heat Resistant Steel, Iron Alloy, Titanium, and
Titanium Alloy Sheet, Strip, and Plate

AMS 2248 Chemical Check Analysis Limits, Corrosion and Heat Resistant Steels and Alloys,
Maraging and Other Highly-Alloyed Steels, and Iron Alloys

AMS 2371 Quality Assurance Sampling and Testing, Corrosion and Heat Resistant Steels and
Alloys, Wrought Products and Forging Stock

2.2 ASTM Publications:
Available from ASTM, 1916 Race Street, Philadelphia, PA 19103-1187.
ASTM A 370 Mechanical Testing of Steel Products
ASTM E 353 Chemical Analysis of Stainless, Heat-Resisting, Maraging, and Other Similar
Chromium-Nickel-Iron Alloys

2.3 U.S. Government Publications:

Available from Standardization Documents Order Desk, Building 4D, 700 Robbins Avenue,
Philadelphia, PA 19111-5094.

2.3.1 Military Standards:
MIL-STD-163 Steel Mill Products, Preparation for Shipment and Storage

Documents

Document Sharing Hub

Full document details: SAE AMS5546E


http://www.avadocuments.com/doc/sae-ams5546e
http://www.avadocuments.com/doc/sae-ams5546e

