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AEROSPACE 

MATERIAL SPECIFICATION 
 

AMS5792™ REV. B 

Issued 1986-01 
Revised 2006-08 
Reaffirmed 2018-10 
 
Superseding AMS5792A 

Powder, Plasma Spray  
50 (88WC - 12Co) + 35 (70Ni - 16.5Cr - 4Fe - 4Si - 3.8B) + 15 (80Ni - 20A1)  

Three-Component Mixture 

 RATIONALE 

AMS5792B has been reaffirmed to comply with the SAE five-year review policy. 
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