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Superseding AMS5938A 

Steel, Corrosion-Resistant, Bars, Wire, and Forgings 
10Cr - 12Ni - 2Mo – 1.45Al – 1.15Ti 

Vacuum Induction Plus Vacuum Consumable Electrode Melted 
Solution Heat Treated, Precipitation Hardenable 

 (Composition similar to UNS S11902) 

RATIONALE 

AMS5938B cancels this document without replacement because the sole producer of this product has indicated that the 
tensile properties could not be repeatably produced and that no product has ever been certified to this specification. 

 
CANCELLATION NOTICE 

This specification has been declared “CANCELLED” by the Aerospace Materials Division, SAE, as of January 2013. By 
this action, this document will remain listed in the Numerical Section of the Index of Aerospace Material Specifications 
indicating that is has been “CANCELLED”. 

Cancelled specifications are available from SAE. 
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