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AEROSPACE 

MATERIAL SPECIFICATION 
 

AMS-DTL-23053™/17 REV. B 

Issued 1999-07 
Stabilized 2012-09 
Cancelled 2019-02 
 
Superseded by AS23053/17 

Insulation Sleeving, Electrical, Heat Shrinkable, 
Flame Retarded, Modified Polyolefin, Flexible, Crosslinked 

                                                                                                             FSC 5970 

RATIONALE 

The base specification, AMS-DTL-23053, will be cancelled due to the replacement by AS23053. This will eliminate the base 
specification to this detail specification. This specification will be converted to AS23053/17 and stabilized after conversion. 

CANCELLATION NOTICE 

This Technical Report has been declared “CANCELLED” as of February 2019 and has been superseded by AS23053/17. 
By this action, this document will remain listed in the respective index, if applicable. Cancelled Technical Reports are 
available from SAE. 
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