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RATIONALE 

AMS-QQ-A-250/3A has been designated stabilized because a survey of users and producers has indicated that the 
products included in this document may no longer be commercially available. 

 
STABILIZATION NOTICE 

AMS-QQ-A-250/3A has been declared "STABILIZED" by AMS Committee D. The products included in this document may 
no longer be commercially available. This document will no longer be updated and may no longer represent standard 
industry practice. The last technical update of this document occurred in August 1997. Users of this document should refer 
any certification issues (e.g. exceptions listed on the certification report) to the cognizant engineering organization for their 
disposition. CAUTION: In many cases the purchaser is not the cognizant engineering organization (i.e. purchaser may be 
a sub tier supplier). 
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NOTICE

This document has been taken directly from Federal Specification QQ-A-250/3F and contains only 
minor editorial and format changes required to bring it into conformance with the publishing 
requirements of SAE technical standards.

The original Federal Specification was adopted as an SAE standard under the provisions of the SAE 
Technical Standards Board (TSB) Rules and Regulations (TSB 001) pertaining to accelerated 
adoption of government specifications and standards.  TSB rules provide for (a) the publication of 
portions of unrevised government specifications and standards without consensus voting at the SAE 
Committee level, (b) the use of the existing government specification or standard format, and (c) the 
exclusion of any qualified product list (QPL) sections.

The complete requirements for procuring 2014 aluminum alloy alclad plate and sheet described 
herein shall consist of this document and the latest issue of AMS-QQ-A-250.

Full document details: SAE AMSQQA250_3A

http://www.avadocuments.com/doc/sae-amsqqa250-3a
http://www.avadocuments.com/doc/sae-amsqqa250-3a


 
SAE INTERNATIONAL AMS-QQ-A-250/3A Page 2 of 7 
 

1. SCOPE AND CLASSIFICATION:

1.1 Scope: 

This specification covers the specific requirements for 2014 aluminum alloy alclad plate and sheet; 
the general requirements are covered in AMS-QQ-A-250.  The plate and sheet covered by this 
specification shall be an integral composite product consisting of a heat-treatable aluminum alloy 
(2014) core with thin layers of an aluminum alloy (6003) anodic to the core and of approximately 
equal thickness bonded to both surfaces.

1.2 Classification: 

1.2.1 Tempers: The plate and sheet are classified in one of the following tempers as specified (See 6.4):  O, 
T3, T4, T6, T42, T62, T451, T651, or F temper.  Definitions of these tempers are specified in AMS-QQ-
A-250.

2. APPLICABLE DOCUMENTS: 

See AMS QQ-A-250.
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