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Welding of Structures for Ground Support Equipment 

RATIONALE 

ARP1330D results from a five year review of this specification. 

STABILIZED NOTICE 

This document has been declared “Stabilized” by the AMS B Committee and will no longer be subject to periodic reviews 
for currency. Users are responsible for verifying references and continued suitability of technical requirements. Newer 
technology may exist.  The last technical review of this document occurred in April, 2006. 

AMS Committee B recommends that the following technically equivalent (e.g., properties, fit, form, function) specifications 
be used for future procurement. This listing does not constitute authority to substitute these specifications for the 
“STABILIZED” specification unless use is approved by the cognizant engineering organization. 

AWS D1.1   Structural Welding Code - Steel   

AWS D1.2 Structural Welding Code - Aluminum 

AWS D1.6 Structural Welding Code - Stainless Steel 

AWS D17.1  Specification for Fusion Welding for Aerospace Applications  

Full document details: SAE ARP1330D

http://www.avadocuments.com/doc/sae-arp1330d
http://www.avadocuments.com/doc/sae-arp1330d


1. SCOPE 

1.1 This recommended practice provides general recommendations for welding structural assemblies for aerospace 
ground support equipment. 

1.2 The recommendations are based on practical engineering experience and reflect design practices and fabricating 
procedures that have been found to be effective in providing good strength and structural rigidity. 

1.3 Safety-Hazardous Materials 

  While the materials, methods, applications and processes described or referenced in this procedure may involve the use 
of hazardous materials, this document does not address the hazards which may be involved in such use. It is the sole 
responsibility of the user to ensure familiarity with the safe and proper use of any hazardous materials and to take 
necessary precautionary measures to ensure the health and safety of all personnel involved. 

2. APPLICABLE DOCUMENTS 

The issue of the following documents in effect on the date of the purchase order forms a part of this specification to the 
extent specified herein. The supplier may work to a subsequent revision of this document unless a specific document 
issue is specified. When the referenced document has been cancelled and no superseding document has been specified, 
the last published issue of that document shall apply. 

2.1 AWS Publications 

 Available from American Welding Society, 550 NW LeJeune Road, Miami, FL 33126, Tel: 1-800-443-9353, www.aws.org. 

D1.1 Structural Welding Code - Steel 

D17.1 Specification for Fusion Welding for Aerospace Applications 
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