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RATIONALE 

This document has been determined to contain basic and stable technology which is not dynamic in nature. This standard 
has been stabilized. 

STABILIZED NOTICE 

 This document has been declared "Stabilized" by the SAE E-25 General Standards for Aerospace and Propulsion 
Systems Committee and will no longer be subjected to periodic reviews for currency. Users are responsible for verifying 
references and continued suitability of technical requirements. Newer technology may exist. 
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1. SCOPE: 

This document covers the recommended basics to be considered when assembling 
cadmium plated steel studs with rolled threads into cast, or forged, aluminum or magnesium 
parts. 

2. APPLICATION: 

This specification covers a suggested procedure for the assembling of cadmium plated steel 
studs with rolled threads into cast or forged aluminum and magnesium. 

3. ASSEMBLING TORQUE: 

Studs should be assembled with a minimum torque sufficient to resist backing out when a 
self locking nut is used and the maximum torque should not be great enough to damage the 
stud when driving.  Suggested torques are given in Table 1. 

4. LUBRICANT: 

Lubricants, when assembling studs, should be used with care.  Anti-seize compound 
composed of Petrolatum and Graphite or a 240 viscosity lubricating oil or a compound 
composed of lead soap base grease and mineral oil may be used. 
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