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1. SCOPE:
This SAE Aerospace Standard (AS) is to be used as a supplement to AS7109. In addition
to the requirements contained in AS7109, the requirements contained herein shall apply to
suppliers seeking Nadcap Coatings accreditation who are engaged in cementation.
1.1 Class Qualification shall include one of the following:
1.1.1 Class A Pack Process-In Pack
1.1.2 Class B Above Pack
1.1.3 Class C Chemical Vapor Deposition (CVD)/Diffusion
1.1.4 Class D Slurry Process
a. Dip
b. Spray
2. APPLICABLE DOCUMENTS:
The following publications form a part of this standard to the extent specified herein. The

latest issue of SAE publications shall apply. The applicable issue of other publications shall
be the issue in effect on the date of the purchase order.
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2.1 SAE Publications:

Available from SAE, 400 Commonwealth Drive, Warrendale, PA 15096-0001, Telephone:
(724) 776-4841, Web address: http://www.sae.org.

AS7102 Nadcap - Requirements for Heat Treating

AS7108 Nadcap - Requirements for Chemical Processing

AS7109 Nadcap - Requirements for Coatings

AS7109/4 Nadcap - Requirements for Stripping

AS7109/6 Nadcap - Requirements for Plating of Coated Parts

AS7109/7 Nadcap - Requirements for Heat Treating for Suppliers of Coatings
AMS 2750 Pyrometry

3. OPERATOR TRAINING AND CERTIFICATION:

3.1 All of the designated coating operators shall be currently certified (when required by the
customer) or otherwise approved in accordance with supplier procedures.

4. PROCESS PLANNING:

4.1 Coating trials shall be conducted prior to initial production to insure the coating will meet
material/process specifications as applicable.

4.2 The supplier shall have a process procedure approved by the customer for each part
(unless waived).

5. MANUFACTURING:

5.1 The supplier shall have detailed work instructions describing each step in the coating of
parts:

a. Preparation of coating materials before coating parts
b. Methods of cleaning and preparing parts before coating
c. Masking techniques

d. Packing, technique/arrangement
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