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1. SCOPE:
This Aerospace Standard (AS) is to be used as a supplement to SAE AS7112. In addition to
the requirements contained in AS7112, the requirements contained herein shall apply to

suppliers seeking NADCAP Fluid System Components Accreditation for Fittings and Other
Machined Components.

2. REFERENCES:
21 SAE Publications:
Available from SAE, 400 Commonwealth Drive, Warrendale, PA 15096-0001.
AS7112 National Aerospace and Defense Contractors Accreditation Program (NADCAP) -
Fluid System Components Manufacturing Requirements

2.2 PRI Publications:

Available from Performance Review Institute, 161 Thornhill Road, Warrendale, PA 15086-
7527.

AC7112 National Aerospace and Defense Contractors Accreditation Program (NADCAP) -

Fluid System Components Manufacturing Requirements
—_ NADCAP Fluid System Components Manufacturing Auditor Handbook
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3.1

3.2

3.3

41

42

4.3

4.4

WORK INSTRUCTIONS:

There shall be properly identified and referenced work instructions for the manufacture of the
product(s).

Work instructions shall be available at the point of use.

Equipment to be used shall be defined.

RAW MATERIAL:

There shall be a clearly identified and referenced procurement specification.
The procurement specification shall provide for lot identification.

Applicable handling and storage requirements shall be followed.

Purchase order requirements shall be defined for certification by the raw material supplier as
applicable.

a. Chemical/physical properties

b. Heat lot

C. Surface treatment

d. Is a copy of certification or other traceability identification attached to or maintained
with material throughout its processing to preclude commingling and maintain lot
tracability
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