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(R) High-Strength, Hot-Rolled Steel Bars

Foreword—High-strength steel discussed in this SAE Recommended Practice involves hot-rolled bars only. The
strength is achieved through chemical composition and rolling practice; it is not achieved through quenching and
tempering or additional rolling operations.

1. Scope—This SAE Recommended Practice covers two levels of high strength structural low-alloy steel bars
having minimum Yield Points of 345 MPa (50 ksi) and 450 MPa (65 ksi).

The two strength levels are 345 and 450 MPa or 50 and 65 ksi minimum yield point. Different chemical
compositions are used to achieve the specified mechanical properties. In some cases there are significant
differences in chemical composition for the same strength level, depending on the fabricating requirements.

It should be noted that although the mechanical properties for a steel grade sourced from different suppliers
may be the same, the chemical composition may vary significantly. The fabricator should be aware that certain
compositional differences may effect the forming, welding, and/or service requirements of the material. It is
therefore recommended that the fabricator consult with the producer to understand the effect of chemical
composition.

The products within the scope of this document include bars of the following types and sizes:

Rounds, squares, and hexagons of all sizes (cut length only), flats 5.2 mm (0.203 in) and greater in thickness
but not greater than 150 mm (6 in) wide, and flats greater than 5.8 mm (0.229 in) thick and over 150 mm (6 in)
to 204 mm (8 in) wide.

This document previously covered plates, structural shapes, and bar size shapes of Grades 290A, 345A,
415A, 450A, 345W, 345F, 415F, 485F, and 550F as well as bars of Grades 290A, 415A, and 345W. These
products are no longer covered; requirements for these products and grades can be found in ASTM
Specifications as follows in Table 1:
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TABLE 1—EQUIVALENT ASTM SPECIFICATIONS

Product Previous SAE Grade =~ ASTM Specification/Grade

Plates, Structural Shapes, Bar Size Shapes, Bars 290A A 572/A 572M, Grade 42
Plates, Structural Shapes, Bar Size Shapes 345A A 572/A 572M, Grade 50
Plates, Structural Shapes, Bar Size Shapes, Bars 415A A 572/A 572M, Grade 60
Plates, Structural Shapes, Bar Size Shapes 450A A 57/A 572M, Grade 65
Plates, Structural Shapes, Bar Size Shapes, Bars 345W A 588/A 588M

Plates 345F A 656/A 656M, Grade 50
Plates 415F A 656/A 656M, Grade 60
Plates 485F A 656/A 656M, Grade 70
Plates 550F A 656/A 656M, Grade 80

2. References

2.1 Applicable Publications—The following publications form a part of the specification to the extent specified
herein.

2.1.1  ASTM PuBLICATIONS—AVvailable from ASTM, 100 Barr Harbor Drive, West Conshohocken, PA 19428-2959.

ASTM A 6/A 6M—General Requirements for Rolled Steel Plates, Shapes, Sheet Piling, and Bars of
Structural Use
ASTM A 370—Standard Methods and Definitions for Mechanical Testing of Steel Products
ASTM A 572/A 572M—Specification for High-Strength Low-Alloy Columbium-Vanadium Steels of
Structural Quality

ASTM A 588/A 588M—Specification for High-Strength Low-Alloy Structural Steel with 50 ksi (345 MPa)
Minimum Yield Point to 4 in thick

ASTM A 656/A 656M—Specification for Hot-Rolled Structural Steel, High-Strength Low-Alloy Plate with
Improved Formability

2.2 Related Publications—The following publication is provided for information purposes only and is not a
required part of this specification. Unless otherwise indicated, the latest version of SAE publications shall

apply.
SAE J450—Use of Terms Yield Strength and Yield Point

3. General Information—The specific grades are identified by the minimum yield point expressed in MPa, that is
345 and 450 or in ksi, that is 50 and 65 ksi. Grades 345 and 450 are similar to grades contained in ASTM A
572/A 572M. These Grades were previously covered under this specification as Grades 345A and 450A; the
“A” suffix has been dropped in this revision.

Because these steels are characterized by their special mechanical properties obtained in the as-rolled
conditions, they are not intended for any heat treatment by the purchaser either before, during, or after
fabrication. The fabricator should not subject these steels to such heat treatments without assuming
responsibility for the resulting mechanical properties. For certain applications, these steels may be annealed,
normalized, or stress relieved with some effect on the mechanical properties; it is recommended that prior to
such heat treatments, the purchaser should consult the producer to determine the need for and the effect on
mechanical properties.

Both grades and chemical compositions discussed in the practice are weldable despite the differences in
carbon, manganese, and alloying addition. Because of the aforementioned variations in composition from one
producer to another, it is advisable to discuss with the producers the features of their chemical composition
relative to the various types of welding and any special consideration for each application.
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