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RATIONALE 

This document covers technology, products, or processes for which technical expertise no longer resides in the owning 
committee. 
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This document has been declared “Stabilized” by the SAE Materials, Processes and Parts Council and will no longer be 
subjected to periodic reviews for currency. Users are responsible for verifying references and continued suitability of 
technical requirements. Newer technology may exist. 
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1. SCOPE 

This SAE Recommended Practice defines a procedure for determining shear strengths of adhesives used for bonding 
automotive oil metal substrates. 

2. REFERENCES 

2.1 Applicable Documents 

The following publications form a part of this specification to the extent specified herein. Unless otherwise indicated, the 
latest issue of SAE publications shall apply. 

2.1.1 ASTM Publication 

Available from ASTM International, 100 Barr Harbor Drive, P.O. Box C700, West Conshohocken, PA 19428-2959, Tel: 
610-832-9585, www.astm.org 

ASTM D 1002 Test Method for Strength Properties of Adhesives in Shear by Tension Loading (Metal-to-Metal) 

ASTM D 4896 Guide for Use of Adhesive-Bonded Single Lap-Joint Specimens 

3. TEST SUBSTRATES 

3.1 Substrates 

Metal composition and roughness as specified. 
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