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1. Scope—This SAE Recommended Practice defines the set-up and procedure for conducting the SAE Single
Tooth Bending Fatigue Test.  The details of the test fixture to be used (referred henceforth as “the test fixture”
in this document) and gear test sample and the procedures for testing and analyzing the data are presented in
this document.

1.1 Purpose—The objective of this document is to provide a means to evaluate the effects of material and
process variables on the bending fatigue behavior of gears using the test fixture.  The bending fatigue life of
gear teeth is generally influenced by variations in such factors as geometry, material, microstructure, residual
stress profile, surface finish, case depth, surface and core hardness.

This test serves as a screening tool to evaluate changes in one or more of these variables to enable
optimization of the processing and design of gears.

2. References

2.1 Applicable Publications—The following publications form a part of this specification to the extent specified
herein.  Unless otherwise specified, the latest issue of SAE publications shall apply.

2.1.1 SAE PUBLICATION—Available from SAE, 400 Commonwealth Drive, Warrendale, PA 15096-0001.

SAE J821042—Gear Single Tooth Bending Fatigue Test

2.1.2 ASTM PUBLICATION—Available from ASTM, 100  Barr Harbor Road, West Conshohocken, PA 

STP-91—Staircase Method for Fatigue Experiments

2.1.3 AGMA PUBLICATION—Available from American Gear Manufacturer’s Association, 1500 King Street, Suite
201, Alexandria VA 22314-2730.

AGMA 2001-B88—908-B89 Fundamental Ratio Factors and Calculation Methods for Involute Spur and Helical
Gear Teeth

2.1.4 OTHER PUBLICATION

Statistical Design and Analysis of Engineering Experiments, Lipson and Sheth, “Fatigue Experiments,” pp.
262-275.
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3. Test Specimen—The test uses a specific gear as a test specimen to account for the complex nature of
bending and residual stress in a gear after processing and during loading.  A straight cut 6-pitch, 34-tooth, 20-
degree pressure angle spur gear with no tip relief is the recommended test sample (Figures 1A and 1B).  Other
tooth sizes and profiles are acceptable, depending on specific objectives of the test.

4. Test Fixture

4.1 The test fixture design was evaluated and selected by the SAE ISTC Division 33 Gear Metallurgy Committee
and validated by a round robin gear test program.  The results of the test machine validation are reported in
SAE Publication 821042 (Reference 2.1.1) using a carburized and shot peened SAE 8620 steel gear.  Figures
2 and 3 shown the overall views of the fixture set-up.  Figures 4 through 13 show the detail drawings of the
components of the test fixture.  The fixture consists of a base (Figure 4), an upper load anvil (Figure 5), a lower
support anvil (Figure 6), and a mandrel or mounting shaft (Figure 7).  The fixture is adaptable to a variety of
hydraulic cyclic testing machines when positioned between the load platens, provided the load is applied to the
spherical seat located in the top anvil (Figures 2 and 3).

4.2 The replaceable upper anvil insert (Figure 8) (not crowned) loads the test gear at the tooth tip.  The replaceable
lower anvil insert (Figure 9) (not crowned) resists the load applied through the upper anvil and prevents sample
rotation by contacting a support tooth near the base circle.  The upper anvil (Figure 5) is mounted on the
loading arm (Figure 10) as shown in Figure 11.  The fixture base, load anvil and support anvil are aligned by a
common shaft (Figure 7).  The test gear is mounted on the shaft supported by roller bearings at the ends.  The
bearing supports are shown in Figure 13.  The gear and load anvil rotate in an arc about the gear axis, keeping
a single line of contact across the gear tooth during loading.  Load is applied to the fixture through a large ball
bearing (Figures 2 and 3) to eliminate misalignment and to keep applied force in line with the loading and
support anvils.  The complete test assembly is shown in Figure 13.

5. Test Procedure

5.1 Gear Preparation—One gear tooth must be removed prior to testing the gear to provide clearance for the
support anvil in the tooth root.  This is accomplished by carefully grinding away one tooth (Figure 3) taking care
not to heat the gear above the tempering temperature.  An alternate method is to remove the tooth prior to heat
treatment.

5.2 Fixture Calibration—It is recommended that one test gear be strain gaged and used to periodically verify the
consistency of the test fixture.  Wear on the anvil and shaft surfaces will change the loading on the gear tooth
and subsequently the root stress.  A procedure for preparing a calibration gear using contact strain gages is
given in Appendix A.  All components are replaceable items.  The recommended calibration procedure is
estimated to provide a strain measurement precision of ±10%.

5.3 Test Assembly—The test gear is first mounted on the shaft, then the support anvil is placed against one tooth
root to prevent the gear from rotating.  The load anvil is mounted on the same shaft as the gear and rotates in
an arc around the gear axis.  The load anvil contacts a tooth at the end of the active profile across the entire
face of the tooth.  Care must be taken to avoid corner loading or uneven contract across the face of the test
tooth.  Figure 13 shows the support anvil contacting the tooth in the root and the load anvil contacting the
tested tooth at the tip.  This ensures that a tensile bending stress is applied to the root of the test tooth.
Support teeth are not used as tip loaded fatigue test specimens in subsequent tests.  Suggested tooth loading
scheme is shown in the gear depicted in Figure 14.
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FIGURE 1A—SPUR GEAR TEST SPECIMEN
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FIGURE 1B—NORMAL RACK PROFILE
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FIGURE 2—TEST FIXTURE ASSEMBLY

FIGURE 3—CLOSE-UP OF TEST GEAR SET-UP
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FIGURE 4—BASE PLATE
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