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1. Scope—This SAE Standard covers seamless copper-nickel tubing for use in hydraulic brake pressure
conductors, general automotive applications, and other similar uses.

2. References

2.1 Applicable Publication—The following publication forms a part of the specification to the extent specified
herein. Unless otherwise indicated the lastest revision of SAE publications shall apply.

2.1.1 SAE PusLicATION—Available from SAE, 400 Commonwealth Drive, Warrendale, PA 15096-0001.

SAE J533—Flares for Tubing
SAE J1677—Tests and Procedures for SAE Low Carbon Steel and Copper Nickel Tubing

2.2 Related Publication—The following publication is provided for information purposes only and is not a
required part of this document.

2.2.1 ASTM PuBLIcATION—Available from ASTM, 100 Barr Harbor Drive, West Conshohocken, PA 19428-2959.
ASTM B 466M—Seamless Copper-Nickel Pipe and Tube (METRIC)

3. Manufacture—This tubing shall be made from 90-10 copper-nickel and cold drawn to size. It shall then be
annealed in such a manner as to produce product which will meet all of the requirements in this document.

4. Dimensions and Tolerances—The standard nominal diameters and the applicable dimensions and
tolerances are shown in Table 1.
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