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1 Scope

This SAE Standard covers the chemical, metallurgical, and mechanical requirements for one piece
passenger car and truck ferrous wheel nuts with conical or spherical nut seats for the following sizes:

a. M10x1.25 M14x 1.5 M14 x 2.0 9/16-18
b. M12x1.25 M12x 1.5 1/2-20

This test is for typical wheel nuts. Special applications (nut material and/or configurations) may require
special conditions which must meet load values in 3.4.

2. References
2.1 Applicable Publications

The following publications form a part of this specification to the extent specified herein. Unless
otherwise specified, the latestissue of SAE publications shall apply.

2.1.1 SAEPUBLICATIONS

Available from SAE, 400 Commonwealth Drive, Warrendale, PA 15086-0001, Tel: 877-606-7323 (inside
USA and Canada) or 724-776-4970 {(outside USA), www.sae.org.

SAE J122—Surface Discontinuities on Nuts
SAE J995—Mechanical and Material Requirements for Steel Nuts
SAE J1102—Mechanical and Material Requirements for Wheel Bolts
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