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1. Scope

SAE format for a SIMPLE Strain-Life Fatigue Data Exchange File Format. The object of this SAE 
Standard is to provide a simple common way to exchange strain-life fatigue data collected from ASTM E 
606 axial fatigue test data. 

2. References

2.1 Applicable Publication 

The following publication forms a part of the specification to the extent specified herein. Unless otherwise 
indicated, the latest revision of ASTM publications shall apply. 

2.1.1 ASTM PUBLICATION 

Available from ASTM, 100 Barr Harbor Drive, West Conshohocken, PA 19428-2959. 

ASTM E 606-92—Recommended Practice for Constant-Amplitude Low-Cycle Fatigue Testing 

3. A sample file that defines the format of the contents is depicted in Appendix A.

4. Notes

4.1 Revision Indicator

The change bar (l) located in the left margin is for the convenience of the user in locating areas where 
technical revisions have been made to the previous issue of the report. An (R) symbol to the left of the 
document title indicates a complete revision of the report. 
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