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1. Scope

SAE data file format for exchanging controlled periodic overload data.  The object of this SAE Standard is 
to provide a simple, common methodology for exchanging the data from periodic overload fatigue tests. 
These tests consist of a single large fatigue cycle followed by a larger number of smaller cycles.  The 
overloads are fully reversed fatigue cycles while the smaller cycles share a common mean and 
amplitude. 

2. Reference

2.1 Related Publications 

The following publication is provided for information purposes only and is not a required part of this 
specification. 

2.1.1 SAE PUBLICATION 

Available from SAE, 400 Commonwealth Drive, Warrendale, PA 15096-0001. 

SAE J2409 (2004)—Strain-Life Fatigue Data File Format 

2.1.2 ASTM PUBLICATION 

Available from ASTM, 100 Barr Harbor Drive, West Conshohocken, PA 19428-2959. 

ASTM E 606-92 (1998)—Recommended Practice for Constant-Amplitude Low-Cycle Fatigue Testing 

3. A sample file that defines the format of the contents is depicted in Appendix A.
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