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1  Scope

This practice specifies the dimensions of cemented
splices on 8-mm type S motion-picture film primarily
intended for projection.

2  Dimensions

2.1 The dimensions shall be as given in figure 1
and table 1. The position of the splice is defined
by dimensions C and D.

2.2 The film width at the splice shall not exceed
8.08 mm (0.318 in). If the film has been widened
during scraping, the extra material shall be
removed.

2.3 The spliced films shall not be offset by
more than 0.05 mm (0.002 in), dimension G, as
measured by the difference in the alignment of
the reference edge side of the perforation holes
on either side of the spliced halves.

2.4 The angle between the respective edges of
the spliced film shall be 180° ± 8′. Thus, the
spliced film shall be aligned to the extent that,
when one portion of the film is placed against
a straightedge, the other portion will not devi-
ate more than 0.35 mm (0.014 in) in 15.2 cm
(6 in).

NOTE – The splice should never cut into or include a
perforation.
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Dimensions  Millimeters   Inches

  A
  

  1.40 ±  0.20
 

 0.055 ±  0.008

  A1   1.40 ±  0.38  0.055 ±  0.015

  B1)  11.53 ±  0.03  0.454 ±  0.001

  C   7.19 ±  0.10  0.283 ±  0.004

  C1   6.48 ±  0.18  0.255 ±  0.007

D     5.79
+  0.03
–  0.10  0.228

+  0.001
–  0.004

  D1   6.48 ±  0.18  0.255 ±  0.007

  E   0.30   max  0.012   max

  G   0.05   max  0.002   max

1)Dimension B is based on a perforation pitch of 4.23
  mm (0.1667 in). Al lowance has been made for
  0.2% film shrinkage.

Table 1 – Dimensions
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