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1  Scope

This standard specifies the location and dimensions
of the magnetic recording stripes on 35-mm motion-
picture film used for four-track magnetic audio release
prints having an anamorphic-type picture image.

2  Normative reference

The following standard contains provisions which,
through reference in this text, constitute provisions of
this standard. At the time of publication, the edition
indicated was valid. All standards are subject to revi-
sion, and parties to agreements based on this stand-
ard are encouraged to investigate the possibility of
applying the most recent edition of the standard indi-
cated below.

ANSI/SMPTE 102-1991, Motion-Picture Film (35-
mm) — Perforated CS-1870

3  Dimensions 

3.1 The location and dimensions of the record-
ing stripes shall be as specified in figure 1 and
table 1.

3.2 The magnetic stripes shall be on the side of
the film which is away from the light source when
used on a projector arranged for direct front
projection on a reflection-type screen.

4  Film stock

The film stock used shall be safety type, cut and
perforated in accordance with ANSI/SMPTE 102.
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