B 3627940 0004131 T29 WM

SURFACE PREPARATION

SPECIFICATIONS

CHAPTER 2

Table of Contents

CHAPTER 2 — SURFACE PREPARATION SPECIFICATIONS

SSPC-SP COM
SSPC-Guide to Vis 1-89
SSPC-Guide to Vis 2
SSPC Guide to Vis 3
SSPC-SP 1

SSPC-SP 2

SSPC-SP 3

SSPC-SP 5/NACE 1
SSPC-SP 8/NACE 3
SSPC-SP 7/NACE 4
SSPC-SP 8

SSPC-SP 10/NACE 2
SSPC-SP 11

SSPC-AB 1
SSPC-TR1/NACE CG194

Surface Preparation Commentary
Visual Standard for Abrasive Blast Cleaned Steel

Standard Method of Evaluating Degree of Rusting on Painted Steel Surfaces

Visual Standard for Power- and Hand-Tool Cleaned Steel

Solvent Cleaning

Hand Tool Cleaning

Power Tool Cleaning

White Metal Blast Cleaning
Commercial Blast Cleaning
Brush-Off Blast Cleaning

Pickling

Near-White Blast Cleaning

Power Tool Cleaning to Bare Metal
Mineral and Slag Abrasives

Joint Technology Report on Thermal Cleaning

STEEL STRUCTURES PAINTING COUNCIL
40 24TH ST., 6TH FLOOR « PITTSBURGH, PA 15222

COPYRI GHT 2000 SSPC:. The Society for Protective Coatings

I nformati on Handli ng Services, 2000
Full document details: SSPC CHAPTER 2 1995

Documents
*Document Sharing Hub


http://www.avadocuments.com/doc/sspc-chapter-2-1995
http://www.avadocuments.com/doc/sspc-chapter-2-1995

| BEE?‘IL{U 0004132 965

DISCLAIMER

These specifications, guides and recommendations have
been developed in accordance with voluntary consensus pro-
cedures by SSPC Advisory Committees and are believed to
represent good current practice. They are monitored and re-
vised as practices improve, and suggestions for revision are
welcome. Other methods, materials, and specifications may
be equally effective or superior. SSPC is not responsible for
the application, interpretation, or administration of these speci-
fications, guides and recommendations. Moreover, SSPC
does not issue interpretations of its specifications, guides or
recommendations; and no person is authorized to issue an
interpretation of an SSPC specification, guide, or recommen-
dation on behalf of SSPC. SSPC specifically disclaims re-
sponsibility for the use or misuse of these specifications,
guides and recommendations. The supplying of details about
patented formulations, treatments, or processes is not to be
regarded as conveying any right or permitting the user of this
manual to use or sell any patented invention. When it is known
that the subject matter of the text is covered by patent, such
patents are reflected in the text.
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