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CHAPTER 4
PAINT SPECIFICATIONS

CONTENTS

Commentary on Paint Specifications

Zinc Dust, Zinc Oxide & Phenolic Varnish Paint

Aluminum Vinyl Paint

White (or Colored) Vinyl Paint

Red Iron Oxide, Zinc Chromate, Raw Linseed Qil & Alkyd Paint
Cold-Applied Asphalt Mastic (Extra Thick Film)

Steel Joist Shop Paint

Coal Tar Epoxy-Polyamide Black (or Dark Red) Paint
Chlorinated Rubber Inhibitive Primer

Chlerinated Rubber intermediate Coat Paint

Chiorinated Rubber Topcoat Paint

Zinc-Rich Primers (Type | — Inorganic & Type Il — Organic)
White or Colored Silicone Alkyd Paint

Epoxy-Polyamide Paints (Primers, Intermediate & Topcoat)
Latex Primer for Steel Surfaces

Latex Semi-Gloss Exterior Topcoat

Red Iron Oxide, Zinc Oxide, Raw Linseed Oil & Alkyd Primer
Slow-Drying Linseed Oil Maintenance Primer

Basic Zinc Chromate — Vinyl Butyral Wash Primer
Water-Borne Epoxy Primer for Steel Surfaces

Zinc Dust Sacrificial Primer, Performance-Based
Weld-Through Inorganic Zinc Primer

Single-Package Water Borne Alkyd Primer, Performance-Based
Coal Tar Emulsion

Coal Tar Mastic

Aluminum Alkyd Paint

Black Alkyd Paint

Black Phenolic Paint

White or Tinted Alkyd Paint

Black Vinyl Paint

High-Build Thixotropic Leafing Aluminum Paint

*These Paints include chromate containing pigments. Users are urged to follow all health, safety, and environmental
requirements in applying, handling or disposing of these materials.
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DISCLAIMER

These specifications, guides, and recommendations
have been developed in accordance with voluntary consen-
sus procedures by SSPC Advisory Committees and are be-
lieved to represent good current practice. They are monitored
and revised as practices improve, and suggestions for revi-
sion are welcome. Other methods, materials, and specifica-
tions may be equally effective or superior. SSPC is not re-
sponsible for the application, interpretation, or administration
of these specifications, guides and recommendations. More-
over, SSPC does not issue interpretations of its specifications,
guides or recommendations; and no person is authorized to
issue an interpretation of an SSPC specification, guide, or rec-
ommendation on behalf of SSPC. SSPC specifically disclaims
responsibility for the use or misuse of these specifications,
guides and recommendations. The supplying of details about
patented formulations, treatments, or processes is not to be
regarded as conveying any right or permitting the user of this
manual to use or sell any patented invention. When it is known
that the subject matter of the text is covered by patent, such
patents are reflected in the text.

Published by

STEEL STRUCTURES PAINTING COUNCIL
40 24th Street, 6th Fioor
Pittsburgh, PA 15222

Copyright 1995 by Steel Structures Painting Council
All rights reserved
Printed in U.S.A.
Seventh Edition
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