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The information and data contained in this document were prepared
by a technical working group of the Association. The working group
and the Association assume no liability or responsibility in
connection with the use of such information or data, including but not
limited to any liability under patent, copyright, or trade secret laws.
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PLEASE NOTE: A TAPPI Useful Method (UM) is a document written to describe a test, procedure, or practice which may be
proposed by a Working Group of no fewer than three TAPPI members not employed by the same organization and written in the
same general style as a TAPPI Standard Test Method, but with the inclusion or exclusion of certain sections as deemed appropriate
by the Working Group, and with minimum precision requirements that may be expanded at the discretion of the Working Group.
A UM is written with no less attention to proper use of the language to describe the procedure using essentially the same elements of
a TAPPI Standard Test Method, but in a less rigorous manner. TAPPI Useful Methods do not receive the same review through a
rigorous process of openness, voluntary review, and consensus as do the TAPPI Standard Test Methods, and as such, are not
intended to be used as referee methods as the TAPPI Standard Test Methods are.

CAUTION:

This method may include safety precautions which are believed to be appropriate at the time of publication of the method. The intent of these is
to alert the user of the method to safety issues related to such use. The user is responsible for determining that the safety precautions are complete
and are appropriate to their use of the method, and for ensuring that suitable safety practices have not changed since publication of the method.
This method may require the use, disposal, or both, of chemicals which may present serious health hazards to humans. Procedures for the
handling of such substances are set forth on Material Safety Data Sheets which must be developed by all manufacturers and importers of
potentially hazardous chemicals and maintained by all distributors of potentially hazardous chemicals. Prior to the use of this method, the user
must determine whether any of the chemicals to be used or disposed of are potentially hazardous and, if so, must follow strictly the procedures
specified by both the manufacturer, as well as local, state, and federal authorities for safe use and disposal of these chemicals.

Repulpability of splices/splicing tape
Scope

This method permits the study of the repulpability of splices in water.
This method simulates the results obtained when splices are added to the stock pulper for reprocessing.

Safety precautions
Care should be taken when using any cutting device.
Significance

This method is useful to simulate splices being added to the stock pulper for reprocessing. Spliced tape can
come in with repulpable materials and can cause issues such as blade lines, holes, pop outs, etc.

Apparatus

1. Blender, laboratory (Waring type) with a heavy duty motor, having a high speed setting (nominally
22,000 rpm) and low speed setting (nominally 18,000 rpm) with at least a 1-L capacity (a 1-qt container of nominal
capacity of 1.06 L is considered suitable) and a cover. The rotor in the bottom of the container shall have 4 blades
that have square edges, that is, they shall not have sharpened knife edges.

2. Blotter paper, sheets of standard blotting paper. The blotters shall be white, produced from fully
bleached chemical pulp free of any additives. They shall be flat, uniform, and free of wrinkles and dirt. Blotter paper
meeting the requirements specified in T 205 is considered suitable for this test procedure.

3. TAPPI Standard Sheet Machine of 159-mm diameter, with stirrer as described in T 205 including couch
roll, and sheet press, drying plates and rings or an 8 in. x 8 in. square sheet machine with fixed or removable
forming wire, press, and drier.
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4. TAPPI Transparent size estimation chart, or similar transparent chart containing areas of known areas or
a transparent copy (to equal scale) of mm-chart paper.

5. Single sided or double sided splicing tape as required for evaluation

6. Cutting device

7. Graduated beakers, capacity greater than 250 mL.

8. Light source, direct and transmitted. A transmitted light source which has been found suitable can be
made from a 22-W Circline type florescent-tube lamp mounted in a viewing box with a frosted glass or plastic
viewing surface mounted parallel to the tube plane.

9. Balance, weighing to the nearest 0.01 g.

Sampling, test specimens and test units

1. Approximately 15 g of blotter paper cut into %2-in. (13-mm) squares should be available for each test.

2. Double-faced tape requires 8 in.? (52 cm?) of tape placed between two strips of blotter paper of 12 in.? in
size. (One set of sizes that has been found suitable is to use a length of tape 1 in. wide by 8 in. long sandwiched
between two strips of blotter paper cut to 1.5 in. wide by 8 in. long.) The splice, layered, sample is cut into %2-in (13-
mm) squares and sufficient blotter paper, also cut in %-in (13-mm) squares is added to make a total sample weight
of 15¢.

3. Single-faced tape requires in total 8 in.? (26 cm?) of tape. Place a strip of tape 1 in. wide by 4 in. long (4
in.%) on opposite sides of a strip of blotter paper to simulate a double-tape butt splice. This sample is cut into ¥-in.
(13-mm) squares and sufficient blotter paper, also cut, in %-in. (13-mm) squares is added to make a total sample
weight of 15 g.

Procedure

1. Place layered sample and blotter squares weighing a total of 15 g in blender with 500 mL of room
temperature tap water.

2. Run blender run for 20 s at low speed (18,000 rpm).

3. Stop blender for 1 minute. During this minute, use 50 mL of tap water to wash down into the blender the
stock which splattered up the sides or onto the cover of the blender (thorough washing is extremely important).

4. After the 1 minute rest time, run blender at low speed (18,000 rpm) for 20 s.

5. Stop blender for 1 minute and thoroughly wash down blender and cover as before with 50 mL of tap
water.

6. After the second washing and 1 minute rest time, run blender for a final 20 s at low speed.

7. Remove all of the stock from blender including the sides and top. The final quantity of wash water is not
critical but all of the fibers and tape residue must be removed from inside the blender container.

8. Make the stock into handsheets using a sheet mold. For the 6-in. diameter sheet mold, divide the stock
into 11 about equal portions. Each portion will make about a 1.4-g handsheet of nominal basis weight of 75 g/m?.
Make a minimum of 5 “good” sheets. In the case of the 8 in. x 8 in. handsheet machine divide the stock into 5 about
equal portions. This will produce about a 3 g handsheet of nominal basis weight of 74 g/m?. Make 4 “good” sheets
for evaluation.

NOTE 1: These two sheet making procedures do not produce equal test areas for evaluation. Caution: small pieces of film from the
tape may adhere to sides of equipment or become attached to the wires or pressing surfaces.

9. Place couched sheets from the mold between dry blotter paper and press to remove excess moisture and
to compact the sheets.
10. Remove sheets from the blotters and dry.

NOTE 2: If a better understanding of the nature of repulpability of a splicing tape is desired, then multiple runs and sheets can be
made and evaluated at the end of 20, 40, and 60 s.

Evaluation

1. Examine sheets in both direct and transmitted light for particles of unrepulped splicing tape. The
presence of one or two specks or particles does not necessarily constitute a failure of the repulpability test, since
these can be due to dirty equipment or screens. When a test specimen is truly non-repulpable, the particles will be
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