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Article 2

GRADING

The planks to which this specification refers are of two mailn
categories

= planks made from hardwéod deciduous species, for wagon $ides, of one
grade only,

- P]anks made fror_n resinous species, comprising three different-grades, -»t’
in accerdance with the uses recommended below -

= Grade | : small external side planks (mechanica!Iy*refrigerated.
réfrigerator and insulated wagons).

= Grade |1 :roof planks, UVC 125 x 25 and various planks with a

TECHNICAL SPECIFICATION
FOR THE SUPPLY
OF ROUGH AND MACHINED PLANKS
FOR WAGONS AND VANS

SECTION.| _ 154
SCOPE ““wﬁﬂ

Article 1 ‘: o

PURPOSE

This Specification. concems the supply of planks delivered t.?itrher
feugh and unseasoned, or rough of machined in o seasoned condition,
Mdided for the construction of the wooden. roofs and sides of wagons

Q vans,

CWhen ihe Administration obtains timber supplies in advance ond keePs
me in store for various purposes, the wagon. planks made from fhls
tRber most, in oll cases, comply with the condifions of this speci fica-

i

width of not less than: 125 mm {covered wagons ).

Grade I11 ; sidée planks for open high~sided wagens.

In.addition, &ach of these grades can of course be utilised for
the purposes corresponding. to the grades following .

SECTION 11

REQUIRED CHARACTER(ST!CS
Article 3 7-‘

CHARACTERISTICS OF THE LOGS

When the purFchasing Administration deés nbt stipulate a certain
species on the order, the supelier shall be Vteft Ffree to: choose: from
the species listed below, in respect of each group, the logs from
which the planks are to be ¢ut

I, Beciduous species

Common oak {Quercus pedunculata)
Robur Quercus sessiflarae

. In exceptional cases, after prior agreement with the purchasing
Administration, American oaks {Quercus borealis and Quercus alba) and
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the following trapical species may ke used

Douka {Mimusops Africana’
Doussit (Afzélia spp

Iroko (Chlerophora excelsal
Makoré (Mimusops Heckelii)
Mukulungu (Mimysaps Coagalensis)
Movingu] [Disthemonanthus Benthamianus)
Padouk ( Pterocarpus Soyauxii
Yang

Keruing

Apitony {Oipterocarpus sppl,
Gurjun

Daa

&, Resinous species

Spruce [Picea sitchensis)

Epicea (Picea excelsaﬁ

Pine {Abies pectinata or Abies alta?)

Larch .(Larix Eurapaea

Norway pine (Pinus sylvestris)

Laricio pine (Pipus laricio Corsicand and Fings Laricioc Calakri-
calti

Hemlock (Tsuga spp)

Douglas fir ?Pseudutsuga taxifolia or Douglasiil.

In exceptional casés, aftér prior agreement with the purchasing
Administration, one of the following species of pine may be used

Sea=-plng (Pinus pinaster)
Black Austrian pine (Pinus Laricic Austriaca)

Article

CHARACTERISTICS OF THE FPLANKS

d

e} CGeometrical characteristics

The dimensions of the planks must be in accordance with those
tated in the working Instructians,

The telerances applicable teo these dimensions must also be ‘as
hewn in the above documénts: where no indication is gliven, the
lerances to be applied are as shewn below

9UHN20
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!
]
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U NSEASONED) STASONED

Telerances on

R ough plankﬁRough planks' M% Q;R%d

| 1
Length suasasvassasnrnrenngenars +.200 mm + 200 mm + 10 mm
{when stated on the order ) 0 0 9
Width seiweswerivtsssssninnrniy + 3 ™m ‘ + 2 mm + 1
] l o 0
Thicknés5 waaasninnensns e +  F.mm + 2 mm + 1 mn
i [} 3]
b
male | l
sectiﬁq : 0
Z {Droi'e](cjtmn /// 7 ‘DT { .
21 thickness?) iﬁii__ﬂf;__ i I
o
- female b+,
2 section ; + 0.2 mm
w {depth a
-and

opening) ;;;: ( .ET

SHG wavetasnaaorasrnrrsnryninas ‘é 0.15 % {. 0.30 % £ 0.1% %
of the length

- Machined plonks

lf the case of &)l species, machined planks must have clean—cut
sdges along their entire length, and thelr ends must be cut perpendi-
cularly to the longitudinal edges.

~ Rough plonks made from oak and tropical species

Ftanks made from the abgve spectes must have clean-cut edges
along their entire length, and one end must be cut perpendicularly to
the ?ongitudina1 gdges: the other end need not be cut perpendicular to
these edges if the plank comes within the tolerances specified above
along its whole lteagth,
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- Rough plonks made from resinous sggcies

Planks in Grade | musi have clean=cut. edges, [n: the case of ather
grades of plank, flaws no largar than 1/10th of the width may be
perm{tted on one edge only, the measurement heing taken on the flaw
itseltf.

fn addition, the ends must be cut in accardance with thg indica-
tions shewn for rough planks made of oak and tropical species.

b) Frysicol characteristics

The planks must be absolutely sound: they myst be especially free
from, or have been rid of, the following faylts: twisted fitres,
slanting cracks, curls, inner bark, heart shakes, circolar edge
defects, frost cracks, cup-shakes, knots, decay, blistering, rot,
pitting.-worm holes and forgign matter.

In. addition,. in the case af resinous zpecies. with the exgertion
of sea-pine. the anmual rate of growth musf be Teds than 5 mm, at
either end of the plank,

The planks must not contain the following faults in excess of the
Vimits laid down belaw

¥, Planks made From oak or fropical species

- Sdpwood : this s not allewed except in thé case of dipterocarpus sop,

- Enclosed heart @ this is not allowed except in the case of oak at
lgast &0 mm thick, sobject to° it being in sound
conditian,

~ Exposed heart 7 this 15 allowéd in excertional cases.

- ¥nots # one of Mare sound Atfached knots, of whiech the tdtal dimen-—
sions on one surfsce dnd both edges amount to no Mare than
1 /4 af the width ¢f the plank, may Be allowed in any secticn
of plank up to 150 mm long. fn additjon, the ditension of the
knot o the edge must not exceed 2./3rdé of the thickness.
Knots of 10 mm or less may be ignored {(thé dimensions of the
knots are given in Appendix 1),

Sjuswuindo g
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~ Swperficial seasdning cracks : these are allowed Tn small numbers :
their length myst be less than the width of the plank. Hair-line
cracks may he ignored.

~ Traversing cracks 1 these are not allowed,

- Stalns or coloured streaks @ thsae are allowed.

2. Planhs mode from résinous species

See Appendices Nos. It and [1! to this leaflet,

¢} Direction of the grain

The slope of the general dirsction of the grain must Aot exceed
5 % on the edges.

d) Humidity

Unless otherwise Yald down, rough planks in seasoned condition
and machined planks mist not have..a water content exceeding

- 20% in the case of all deciduous species and Grades |l and {1
(resinous?) ;

- 18% for Grade | [resinous),

of their anhydrous fmass.

Article 5

MARKS

At the request of the purchasing Administration, each plank mugt
be inzcribed with the manufacturing marks Taid down in the w orking
instructions, especially the supplier's mark,
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