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Summary

This technical specification governs the supply of elastomer flange connections for the
intercommunicating gangways of rolling stock.
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1 - Purpose

This technical specification governs the supply of elastomer flange connections for the
intercommunicating gangways of rolling stock.

1.1 - Carrying out of the contract

All necessary particulars for the carrying out of the contract, in particular those concerning point 2.2.7
- page 4, must be stipulated in the order or its appended documents.

1.2 - Classification

One quality only.

1.3 - List of documents referred to in this specification

ISO 37, ISO 48, ISO 188, ISO 1431 (see Bibliography - page 15).
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