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VIII - Technical Specifications

Application:
With effect from 1 January 1957, except: 
- points 1.2.2.1 and 1.2.2.2 - indication of shear cutting, Note (1.1.85) 
- point 2.1 - hardness, values relative to Category C (1.1.64) 
- point 3, paragraph 1 - guarantee period (1.10.75)
All members of the International Union of Railways, except Network Rail until further notice

Record of updates

1st edition, January 1957 and its Amendments of 1.1.64, 1.10.75 and 1.1.85

2nd edition, June 2004 Retyped in FrameMaker 
Important: the articles (points) in this leaflet have been renumbered
in the new edition. Please take account of this when using cross-
references from other leaflets.
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Summary

This specification governs the supply of manganese steel sheets for the manufacture of separate
hard-wearing plates, together with the requirements for the plates themselves.
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