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Underwriters Laboratories of Canada (ULC) was established in 1920 by
letters patent issued by the Canadian Government. It maintains and
operates laboratories and certification services for the examination, testing
and certification of appliances, equipment, materials, constructions and
systems to determine their relation to life, fire and property hazards as
well providing inspection services.

Underwriters Laboratories of Canada is accredited by the Standards
Council of Canada as a Certification Organization, a Testing Organization,
and an Inspection Body under the National Standards System of Canada.

ULC Standards develops and publishes standards and other related
publications for building construction, security and burglar protection,
environmental safety, electrical equipment, fire protection equipment, gas
and oil equipment, thermal insulation products, materials and systems,
energy use in the built environment and electrical utility safety.

ULC Standards is a not-for-profit organization and is accredited by the
Standards Council of Canada as a Standards Development Organization.

National Standards of Canada developed by ULC Standards conform to
the criteria and procedures established by the Standards Council of
Canada. Such standards are prepared using the consensus principle by
individuals who provide a balanced representation of interests relevant to
the subject area on a national basis.

ULC is represented across Canada as well as many countries worldwide.
For further information on ULC services, please contact:

Customer Service: 1-866-937-3852

National Standard of Canada

A National Standard of Canada is a standard developed by an SCC-
accredited Standards Development Organization (SDO), and approved
by the Standards Council of Canada (SCC), in accordance with SCC’s:
Requirements and Guidance-Accreditation for Standards Development
Organizations, and Requirements and Guidance-Approval of National
Standards of Canada Designation. More information on National
Standard requirements can be found at www.scc.ca.

An SCC-approved standard reflects the consensus of a number of
experts whose collective interests provide, to the greatest practicable
extent, a balance of representation of affected stakeholders. National
Standards of Canada are intended to make a significant and timely
contribution to the Canadian interest.

SCC is a Crown corporation within the portfolio of Industry Canada. With
the goal of enhancing Canada’s economic competitiveness and social
well-being, SCC leads and facilitates the development and use of
national and international standards. SCC also coordinates Canadian
participation in standards development, and identifies strategies to
advance Canadian standardization efforts. Accreditation services are
provided by SCC to various customers, including product certifiers,
testing laboratories, and standards development organizations. A list of
SCC programs and accredited bodies is publicly available at
www.scc.ca.

Users should always obtain the latest edition of a National Standard of
Canada from the standards development organization responsible for its
publication, as these documents are subject to periodic review.

CORPORATE HEADQUARTERS
Underwriters Laboratories of Canada
7 Underwriters Road
Toronto, Ontario M1R 3A9
Telephone: (416) 757-3611
Fax: (416) 757-9540

REGIONAL OFFICES

PACIFIC OFFICE

13775 Commerce Parkway, Suite 130
Richmond, British Columbia V6V 2V4
Telephone: (604) 214-9555

Fax: (604) 214-9550

EASTERN OFFICE

6505, Rte Transcanadienne, Suite 330
St-Laurent, Québec H4T 1S3
Telephone: (514) 363-5941

Fax: (514) 363-7014

For further information on ULC standards, please contact:

ULC STANDARDS
171 Nepean Street, Suite 400
Ottawa, Ontario K2P 0B4
Telephone: (613) 755-2729
Fax: (613) 231-5977
E-mail: customerservice @ulc.ca
Web site: www.ulc.ca

The intended primary application of this standard is stated in its scope. It is important to note that it remains the responsibility of the user of the

standard to judge its suitability for this particular application.

Copies of this National Standard of Canada may be ordered from ULC Standards.

CETTE NORME NATIONALE DU CANADA EST DISPONIBLE EN VERSIONS FRANCAISE ET ANGLAISE
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SEPTEMBER 2016 CAN/ULC-S706.1:2016

ULC STANDARDS COMMITTEE ON THERMAL INSULATION MATERIALS AND SYSTEMS

NAME AFFILIATION REGION CATEGORY
L. Dalgleish (Chair) | National Energy Conservation Association Canada User
F. Bauer Exova Ontario User
D. Beaudin Thermal Insulation Association of Canada Canada General Interest
S. Beecraft Health Canada Canada Regulator
R. Cardinal Spray Polyurethane Foam Producers & Applicators Canada Producer
P. Culyer Exterior Insulation Finish Systems Council of Canada Canada User
M. Drouin PIR Canadian Council Canada Producer
B. Fabian Extruded Polystyrene Insulation Manufacturers Canada Producer
M. Gerskup Royal Architectural Institute of Canada Canada User
C. Holzscherer Cellulose Insulation Manufacturers Association of Canada Canada Producer
T. Joiner Public Works and Government Services Canada Canada Regulator
P. Kalinger Canadian Roofing Contractors Association Canada User
M. Kapuscinski North American Insulation Manufacturers Association - Canada Producer

Canada

J. Martin Canadian Fibreboard Manufacturers Association Canada Producer
D. Mitta Ministry of Municipal Affairs and Housing Ontario Regulator
P. Mukhopadhyaya | University of Victoria British Columbia Regulator
K. Rector Ready Mixed Concrete Association of Ontario Ontario User
C. Shirtliffe C. J. Shirtliffe & Associates Ontario General Interest
J. Whalen EPS Industry Alliance Canada Producer
M. Zeghal Canadian Codes Centre Canada Regulator
P. Birkbeck Icynene Inc. Ontario Non-Voting
(Associate Member)
G. Chu BASF Canada Canada Non-voting
(Associate Member)
S. Ciarlo Owens-Corning Canada Canada Non-voting
(Associate Member)
T. Colantonio Public Works and Government Services Canada Canada Non-voting
(Associate Member)
J-F Cote Soprema Québec Non-voting
(Associate Member)
J. DeRose Intertek U.S.A. Non-voting
(Associate Member)
M. Dey Intertek U.S.A. Non-voting
(Associate Member)
M. Drzyzga The Dow Chemical Company U.S.A. Non-Voting
(Associate Member)
D. Haithcock Underwriters Laboratories U.S.A. Non-Voting
(Associate Member)
K. Halpenny Health Canada Canada Non-voting
(Associate Member)
L. Hess The Dow Chemical Company U.S.A. Non-Voting
(Associate Member)
A. Hoodless Intertek Canada Non-voting
(Associate Member)
P. Julian Canadian Fibreboard Manufacturers Association Canada Non-Voting
(Associate Member)
F. Lalande Demilec Quebec Non-Voting
(Associate Member)
G. Lennox The Dow Chemical Company U.S.A. Non-Voting
(Associate Member)
R. Marshall Cedaridge Services Inc. Ontario Non-Voting
(Associate Member)

Documents

Document Sharing Hub

Copyright Underwriters' Laboratories of Canada
Provided by IHS Markit under license with ULC Licensee=/, User=,
No reproduction or networking permitted without license from IHS Not for Resale,

Full document details: ULC S706.1-2016 2016


http://www.avadocuments.com/doc/ulc-s706-1-2016-2016
http://www.avadocuments.com/doc/ulc-s706-1-2016-2016

CAN/ULC-S706.1:2016

Table (Continued)

SEPTEMBER 2016

NAME AFFILIATION REGION CATEGORY
A. McGowan Levelton Consultants Ltd. British Columbia Non-Voting
(Associate Member)
G. Mclintosh Snell Infrared Canada Ontario Non-Voting
(Associate Member)
R. McPhee Canadian Wood Council Canada Non-Voting
(Associate Member)
A. Piggin P:M:L Associates Inc. Ontario Non-Voting
(Associate Member)
|. Radovic Intertek Testing Services NA, Ltd. Canada Non-voting
(Associate Member)
J. Scott Roxul, Inc. Canada Non-Voting
(Associate Member)
R. Sculthorpe Consultant Ontario Non-Voting
(Associate Member)
B. Spensieri Underwriters Laboratories of Canada Canada Non-Voting
(Associate Member)
L. Truksa Consultant Ontario Non-Voting
(Associate Member)
J. Wade (Secretary) | ULC Standards Canada Non-Voting
K. Wu (Project ULC Standards Canada Non-Voting
Manager)

This list represents the membership at the time the Committee balloted on the final text of this edition.

Since that time, changes in the membership may have occurred.
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